FPRCDUCT BYLLITIN K-SIERY ' BULLETIN NO: J-5422, J=ld
DRYVALL ACCESIORY CEILING TZETUER DATE: 5/10/%¢
PRODUCTS (:.HI\ERJ!‘V};_%GE.EG‘TE) FAGE: 1of 2
APPROVALS ¢ ( A E?Efcn? PLANT: CANCELS: J~i403) )
,quirfizzzﬁfgf§2{§?\py STATTIZ & SATA ANA | DATE: 10/20/€9

BULLETIN ' DESCRIPTICN % FOUNDS | CALL

220 Whiting 30,43 £00

440 - Tale 3&,03 10CH

045 Ashostos 7RFLD 6,85 160

245 Thiclmer 1/C 228 .32 10

166 Eerzco 277 | 5 25

330 Polvvinwl llenncl 62781 2 7.5

430 Sogivm Trip~luni~grhata 10 2.5

446 " Titerium Tigrment 1,20 i

311 Teiros A4 07 75

453 Pregervziive Dwricil 73 12 2.5

460 Vermiculits Exrmondad 20,91 EEn 100 e,

TOTAL 100,00 2E02,25
MANUFACTURTHG INSTRUCTIONS:
7-1. See Frocess BLllEtiP Ho. J-304,
2. Mixing time shell te € mi rdnes wirimunm and 12 wpinutes maximus,
3. Mxing time with vermicuilte ehall noi exceed 2 minutes,

GUALITY CONTRCL:

TM-%5  Normal applicaticn consistency
{patty diameier of &v) 155 - 175 ce

TM=-3B  Bond Fgual 17 Stzndara

KG2001662



- K=SPRAY

PRDI;UE:T FILLETIN BULLETIN NO: J-5403, J-5407
) DRYVALL ACCESIORY CEILING TEXTURE DATE: 5/10/74
FROCUCTS (MINERAL AGGREGATE) PAGE: 2 of 2
APFROVALS: (q W‘L‘ . PRODUCING PLANT: CANCELS: J-5403
< A SEATTLE & SANTA ANA . 0
\,4, \k PAF _ - DATE; 10/20/69
ﬁ/ f N
P Rgmm SPECIFICATIONS:
Test Methed
| TM-1B Viscosity (Slump Test; patty 155 to 175
diameter of 6") c¢/100 gr.
TM-2 vH (meter) 7.5 10 9.5
-3 Bond - Equel to Standard
TM—lB Reflectance (%) 80 to 85
TN=-20 Cracking No cracks or heavy
_ checking
TM=-22 Size graduation (500 cc sample)
a, retained on 16 mesh 220 to 400 cc
b. Passing 16, retained on 50
mesh 70 to 230 cc
V=33 Dry loose density (pounds per
cubic foot) 20 %0 25
V=34 Hardness Equal to Standard
TM=36 ~ White line test Equal to Standard
TM-37 Resistance o Souring

KG2001663



